
Micronized Carbon Black (P-70) Data sheet 

 Particle Size Mesh Ash content Heat 
Loss 

tint Strength iodine adsorption 
number 

DBP Absorption 
Number 

P-70 <1 µm >5000 <0.70 2.0 120-130 122 119-129 

 


